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ObjectivesObjectives
Characterize properties that affect oil recovery in Characterize properties that affect oil recovery in 
cold climates cold climates 
Perform full-scale test of novel drum recovery 
surfaces tailored for oil spill recovery under cold 
climate conditions 
Understand effect on recovery process of:Understand effect on recovery process of:

Cold temperatureCold temperature
Mixtures of slush ice and oilMixtures of slush ice and oil
Different drum geometries and surface materialsDifferent drum geometries and surface materials
Skimmer operational conditionsSkimmer operational conditions



Preliminary Lab WorkPreliminary Lab Work
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Oil & Ice MixturesOil & Ice Mixtures

60% ice/ HydroCal 300 mixture30% ice/fresh Endicott mixture

40% ice/diesel mixture80% ice/fresh Endicott mixture



Oil & Ice MixturesOil & Ice Mixtures
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Oil & Ice MixturesOil & Ice Mixtures
HydroCal 300

0

5,000

10,000

15,000

20,000

25,000

30,000

35,000

40,000

45,000

0 10 20 30 40 50 60 70

Ice content (wt. %)

Vi
sc

os
ity

 (c
P)

Endicott, fresh

0

2,000

4,000

6,000

8,000

10,000

12,000

14,000

16,000

0 10 20 30 40 50 60 70

Ice content (wt. %)

Vi
sc

os
ity

 (c
P)

-1.5 oC
-5   oC

Endicott, weathered

0

5,000

10,000

15,000

20,000

25,000

30,000

0 10 20 30 40 50 60 70

Ice content (wt. %)

Vi
sc

os
ity

 (c
P)

Diesel

0

20

40

60

80

100

120

140

160

0 10 20 30 40 50 60 70

Ice content (wt. %)

Vi
sc

os
ity

 (c
P)



Oil & Ice MixturesOil & Ice Mixtures
HydroCal 300
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Oil RecoveryOil Recovery



Oil & Ice MixturesOil & Ice Mixtures
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Summary of Lab WorkSummary of Lab Work

Expect much higher viscositiesExpect much higher viscosities
Ice/oil mixtures likely to separate for lighter Ice/oil mixtures likely to separate for lighter 
oilsoils
For more viscous oils or higher % ice, For more viscous oils or higher % ice, 
expect oil coating ice, very high viscosityexpect oil coating ice, very high viscosity
High recovery at lower temperatures (high High recovery at lower temperatures (high 
viscosity => more adhesion)viscosity => more adhesion)

Decreasing with increasing ice contentDecreasing with increasing ice content
Expect Neoprene to do better than othersExpect Neoprene to do better than others



Field Test VariablesField Test Variables
Temperature: Temperature: 

--1 to 1 to --3 3 ooCC
Oils: Oils: 

Endicott, Endicott, HydrocalHydrocal 300, Diesel300, Diesel
Oil film thickness: Oil film thickness: 

2020--30 mm30 mm
Drum rotational speed: Drum rotational speed: 

1010--60 RPM60 RPM
Drum surfaces: Drum surfaces: 

Aluminum, LDPE, Neoprene, HypalonAluminum, LDPE, Neoprene, Hypalon
Drum geometries: Drum geometries: 

flat, 20flat, 20oo, 30, 30oo and 40and 40oo nominal groove anglesnominal groove angles



Field Tests in Feb in NHField Tests in Feb in NH



Cold Regions Research & Eng. LabCold Regions Research & Eng. Lab
(Army Corps of Engineers, NH)(Army Corps of Engineers, NH)



Ohmsett test tankOhmsett test tank



FullFull--scale skimmerscale skimmer

Photo courtesy of American Elastec, Inc.



MinimaxMinimax SkimmerSkimmer

Photo courtesy of American Elastec, Inc.



Adding IceAdding Ice



Endicott (fresh)Endicott (fresh)



HydroCal 300HydroCal 300



HydroCal 300HydroCal 300



DieselDiesel



Flat drumsFlat drums



Oil Recovery w/o IceOil Recovery w/o Ice

Hydrocal at -1oC, No Ice
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Endicott at -1oC, No Ice
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Endicott and 30% iceEndicott and 30% ice



Minimal ice buildMinimal ice build--upup



HydroCal 300 and 30% iceHydroCal 300 and 30% ice



Oil Recovery with IceOil Recovery with Ice

Hydrocal With Ice

0

10

20

30

40

50

0 10 20 30
RPM

R
ec

ov
er

y 
R

at
e 

(L
/m

in
)

Alum 20
Alum 30
Alum 40
Flat
PE 118

Endicott at -1oC, With Ice
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Diesel recoveryDiesel recovery

Diesel at -1 oC, No Ice
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Diesel at -1 oC with Ice
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ConclusionsConclusions

High recovery rates for light to viscous oils High recovery rates for light to viscous oils 
under cold conditionsunder cold conditions
Presence of ice (30% by weight) reduces Presence of ice (30% by weight) reduces 
oil recovery but recovery rate still quite oil recovery but recovery rate still quite 
acceptableacceptable
No significant ice buildNo significant ice build--up behind skimmer up behind skimmer 
for 25 mm slick thicknessfor 25 mm slick thickness
Water recovery was relatively lowWater recovery was relatively low



ConclusionsConclusions

Groove angle and depth may be optimized Groove angle and depth may be optimized 
for specific conditionsfor specific conditions
Surface materials play secondary roleSurface materials play secondary role
Larger system can recover up to 300 Larger system can recover up to 300 
L/min (80 gal/min) of Endicott or HydroCalL/min (80 gal/min) of Endicott or HydroCal
Existing systems can be retrofitted to Existing systems can be retrofitted to 
much more effective grooved drumsmuch more effective grooved drums
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Questions ?



Sample test results at 10 oC

Recovery in liters/min      3.785 L/min = 1 gal/min



Sample test results at 25 oC

Recovery in liters/min      3.785 L/min = 1 gal/min


